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Q: A note on approved WPDS format. CWB should send back separate WPDS (not all 

combined in one pdf). 
A: Once accepted the WPDS are secured as a package, they can be printed and used 

independently.  
 
Q: So +/- 25% on travel speed would not be accepted? 
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Q: What if you have multiple PQRs for one data sheet with mechanical testing, where 

the parameters are scattered? How do you consolidate that onto a data sheet if 
the parameter ranges, even after the +/- % has been applied, do not overlap?  
ex. Do you have to specify the parameters separately for (10 mm - 25 mm) and 
(>25mm)? 
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Q: So, an ASME procedure test witnessed by the Regulatory Authority could be used 

to write a CSA W47.1 procedure, if mechanical testing is complete and has 
passed? 
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#
Q: For stainless steel pre-qualification does Annex K of CSA W47.1-2019 take 

precedence over AWS D1.6 (CSA W591-2018)? Annex K is more restrictive than 
AWS D1.6. 
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